
 

Jominy test data for 

various steels – all 

containing 0.40wt% 

Jominy End‐Quench Test for 

determining hardenability.  A steel 

bar (1 inch diameter, 4 inches long) 

is austenitized and water quenched 

from one end 

Jominy test data for 86xx steels 

with various carbon contents. 

86xx steels are an alloy steel. 


